April 27, 1999 Matls. I.M. 454.10
Supersedes October 31, 1996 Appendix B
APPROVED PRODUCTS FOR LINE POSTS, BRACES, AND RAIL FOR
CHAIN-LINK FENCE OVER 2 m (6 ft.)
Braces Line

ASTM Rail Posts  Post
Product Manufacturer Cross Section Base Material Coating Standard Kg/m(lb./ft.) Kg/m(lb./ft.)
Cyclone C Section U.S. Steel C Roll-Formed Steel Galvanized F1043 2.08 (1.40) 4.02 (2.70)
American C Section-  American Tube Co., Inc. C Roll-Formed Steel Galvanized F1043 2.08 (1.40) 4.02 (2.70)
Heavy
C-11 Post Century Fence Co. C Roll-Formed Steel Galvanized F1043 2.08 (1.40) 4.02(2.70)
Allied SS-40 Allied Tube & Conduit Circular Tube 344 MPa (50 KSI) Steel  Galvanized-Urethane F1043 2.08 (1.40) 4.64(3.12)
Tuf-40 ™ American Tube Co., Inc. Circular Tube 344 MPa (50 KSI) Steel Galvanized-Urethane F1043 2.08 (1.40) 4.64(3.12)
CMT-40 Century Tube Corp. Circular Tube 344 MPa (50 KSI) Steel  Galvanized-Acrylic F1043 2.08 (1.40) 4.64(3.12)
Schedule 40 Pipe Circular Pipe Steel Galvanized F1083 3.40 (2.27) 5.43(3.65)
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